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We present an infrared spectroscopy study of ZrTe5, which confirms a recent theoretical proposal that
this material exhibits a temperature-driven topological quantum phase transition from a weak to a strong
topological insulating state with an intermediate Dirac semimetal state around Tp ≃ 138 K. Our study
details the temperature evolution of the energy gap in the bulk electronic structure. We found that the
energy gap closes around Tp, where the optical response exhibits characteristic signatures of a Dirac
semimetal state, i.e., a linear frequency-dependent optical conductivity extrapolating to the origin (after
subtracting a weak Drude response). This finding allows us to reconcile previous diverging reports about
the topological nature of ZrTe5 in terms of a variation of Tp that depends on the crystal growth condition.
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The discovery of topological insulators (TIs), materials
that are insulators in the bulk, while having metallic surface
states connecting the bulk valence and conduction bands,
has stimulated a very intensive search for novel topological
phases of matter [1]. In the past few years, many topo-
logical quantum materials have been predicted and exper-
imentally confirmed, including three-dimensional Dirac
semimetals and Weyl semimetals [2–7]. Recently, the
layered transition-metal pentatelluride ZrTe5, a material
that has been studied for decades due to its large thermo-
electric power and a mysterious resistivity anomaly [8–10],
has ignited renewed interest as a candidate of a novel
topological material. A monolayer of ZrTe5 was predicted
to be a good quantum spin Hall insulator with a large bulk
band gap [11]. Furthermore, it was argued that bulk ZrTe5
can be in either a weak or a strong 3D TI state of which only
the latter has topologically protected surface states [11].
Notably, it was predicted that a transition between these
states can be induced by a small change of the lattice
parameters, for example, as the temperature is varied. Such
a topological phase transition (TPT) involves an inversion
of the valence and conduction bands and thus an inter-
mediate state at which the band gap closes and a 3D Dirac
semimetal phase may arise [12,13].
The experimental search for a TPT in ZrTe5 seems to

be complicated by its strong sensitivity on the details of the
lattice parameter and probably also the purity of the crystals.
As a result, the experimental results seem to be fairly
contradictory. Several angle-resolved photoemission spec-
troscopy (ARPES) studies [14,15] and the chiral magnetic

effect in ZrTe5 [14] suggest a 3D Dirac semimetal band
structurewithout a finite band gap. Infrared spectroscopy (IR)
[16], magneto-optical [17], and transport [18] measurements
were also interpreted in termsof a 3DDirac semimetal.On the
other hand, two recent scanning tunnelingmicroscopy (STM)
studies found a large bulk band gap of about 80–100meVand
concluded that ZrTe5 is a weak 3DTI [19,20]. A recent high-
resolution laser-based APRES study also favors a weak TI
state [21]. To the contrary, other ARPES and STM studies
revealed ametallic character of the sample surface and argued
that ZrTe5 is a strong TI [12,22].
An important clue for resolving this puzzle emerges from

a recent magnetotransport study which indicates that the
TPT coincides with a resistivity peak [23] that is known
to be sample dependent with a variation of the reported
peak temperatures Tp from about 10–160 K [12,23,24].
This suggests that the complete TPT transition, in particu-
lar, the reopening of the inverted band gap in the strong TI
state at low temperature, can only be observed for samples
with sufficiently high Tp values. In particular, since the
sample of a previous IR study had a Tp value of only 50 K,
this calls for a reinvestigation of the IR response with a
sample that has a substantially higher Tp. In this Letter we
present such a temperature-dependent IR study of a high-
quality single crystal of ZrTe5 with a resistivity peak at
Tp ≃ 138 K. We observe characteristic signatures of a TPT
with an intermediate Dirac semimetal state around Tp that
are consistent with the theoretical predictions and the
present experimental results of ZrTe5.
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High-quality single crystals of ZrTe5 have been syn-
thesized with a chemical vapor transport method. They
exhibit a pronounced resistivity peak at Tp ≃ 138 K [see,
e.g., Fig. 2(c)], in good agreement with most previous
studies [8,9,12,25–29]. The details of the IR reflectivity
measurements and the Kramers-Kronig analysis are
described in the Supplemental Material [30].
The temperature dependences of the far-infrared reflec-

tivity RðωÞ of ZrTe5 along the a-axis and c-axis directions
is shown in Figs. 1(a) and 1(b), respectively. The inset in
each panel shows the room temperature spectrum up to
10 000 cm−1. In the low-frequency region, RaðωÞ shows a
typical metallic response with a rather sharp plasma edge
below which it rapidly approaches unity. In addition, we
identify three sharp phonon peaks around 45, 85, and
185 cm−1. The plasma edge in RaðωÞ exhibits a rather
strong and highly unusual T dependence, since it decreases
at first from about 300 cm−1 at 300 K to about 100 cm−1 at
150 K and then increases again at lower temperature to about
200 cm−1 at 10 K. A nearly identical behavior of the plasma
edge is seen in the c-axis response in Fig. 1(b), for which the
major difference concerns the position of the phonon modes
at about 60, 80, and 110 cm−1. In the following, we focus on
the characteristic features along the a axis.
The top panel of Fig. 1(c) shows the real part of the

a-axis dielectric function ε1ðωÞ, where the contribution of
the sharp phonon modes has been subtracted to emphasize
the zero crossing of ε1ðωÞ. At low frequencies, ε1ðωÞ
is negative, indicating a defining property of a metal,
which can be described by the Drude model, εðωÞ ¼
ε∞ − ω2

p=ðω2 þ iωγÞ, where ε∞ is the high-energy dielec-
tric constant, ωp the Drude plasma frequency, and γ the

scattering rate. The high value of ε∞ of about 80–90
contributes to the rather low value of the zero crossing of
ε1ðωÞ for which the T dependence is detailed in the inset
(blue circles). The latter corresponds to the screened Drude
plasma frequency ωscr

p of the free carriers, which is related
to ωp through ωscr

p ¼ ωp=
ffiffiffiffiffiffi
ε∞

p
. The temperature depend-

ence of ωscr
p indeed agrees well with the minimum of the

plasma edge of RaðωÞ in Fig. 1(a). Moreover, the T
dependence of the longitudinal response of this material,
namely, the loss function Im½−1=εðωÞ�, is plotted in the
bottom panel of Fig. 1(c). As shown by the red circles in the
inset of Fig. 1(c), the peak in Im½−1=εðωÞ� is also a good
estimate of ωscr

p . All three parameters consistently show that
ωscr
p first decreases from about 300 cm−1 at 300 K toward a

sharp minimum of 100 cm−1 at 140 K, i.e., in the vicinity of
Tp, and then increases again at lower temperature where it
saturates around 200 cm−1.
Figure 2(a) displays the T dependence of σ1ðωÞ in the

far-infrared range. At low frequencies, the free-carrier
contribution to σ1ðωÞ is seen as a Drude-like peak.
Upon cooling, the Drude peak becomes narrower and its
spectral weight initially decreases from 300 to 150 K and
then increases again from 150 to 10 K. More quantitatively,
as shown by the inset of Fig. 2(b), we can fit the low-energy
σ1ðωÞ with a Drude model. Figure 2(c) shows the dc
resistivity ρ≡ 1=σ1ðω ¼ 0Þ, derived from the fitted zero-
frequency value (open circles), which agrees well with the
transport data (solid curve), indicating that our modeling
is reliable. The corresponding Drude spectral weight,
SDrude ¼ ðπ2=Z0Þω2

p, where Z0 is the vacuum impedance,
and the scattering rate γ are displayed in Fig. 2(d). The T
dependence of SDrude agrees well with the one of ωscr

p ,

(a) (b) (c)

FIG. 1. Far-infrared reflectivity of ZrTe5 along the a axis (a) and c axis (b) at high (top) and low (bottom) temperatures. The insets
show the room temperature spectrum up to 10 000 cm−1. (c) Temperature dependence of the real part of the dielectric function ε1ðωÞ
(top) and the loss function Im½−1=εðωÞ] (bottom) along the a axis, after the contribution of the phonon modes has been subtracted. The
inset shows the screened plasma frequency of the free carries obtained from the zero crossings of ε1ðωÞ (blue circles) and the peak of the
loss function (red circles).
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as discussed above and shown in Fig. 1(c). Moreover, the
minimum of SDrude coincides with Tp ≃ 138 K.
The inset of Fig. 2(a) shows the σ1ðωÞ spectra up to

10 000 cm−1. It reveals a sharp peak around 4500 cm−1

that was also observed in Ref. [16] and interpreted in terms
of a van Hove singularity in the joint density of state.
Next, we investigate the signature of the low-energy

interband transitions. To single out this contribution we
show in Fig. 2(b) the σ1ðωÞ spectra, after the Drude
response and the sharp phonon modes have been sub-
tracted. An interesting feature is the almost perfect linearity
of σ1ðωÞ in the low-frequency regime (up to about
900 cm−1 at 150 K), which is a strong indication for the
presence of 3D linear bands near the Fermi level [16]. The
onset of the interband transitions can be estimated by a
linear extrapolation of the conductivity to σ1ðωÞ ¼ 0. This
intercept is located around 275 cm−1 (34 meV) at 10 K, and
decreases to around 32 cm−1 (4 meV) at 150 K, before it
increases again to about 184 cm−1 (23 meV) at 300 K.
For a more detailed analysis of the linearity of σ1ðωÞ, we

recall the theoretically expected behavior of 3D Dirac
fermions. In the simplest case where the Dirac point is
located right at the Fermi level, the interband conductivity
is given by σ1ðωÞ ¼ ðNG0=24Þðω=νFÞ, where N is the
number of Weyl points, G0 ¼ 2e2=h the quantum conduct-
ance, and νF the Fermi velocity. If the Fermi level is not at
the Dirac point (EF ≠ 0), σ1ðωÞ ¼ ðNG0=24Þðω=νFÞΘ
ðω − 2jEFjÞ, where the linear part of σ1ðωÞ can still be
extrapolated to the origin, but the interband transitions will
be terminated below ω ¼ 2jEFj, due to the blocking of the
electronic states. The latter are seen as a Drude peak that
accounts for the intraband transitions of the Dirac cone

[33–39]. If the Dirac cone has a massless gap 2Δ,
and EðkÞ ¼ �ðℏνFkþ ΔÞ, the interband conductivity
becomes [39–41]

σ1ðωÞ ¼
NG0

24vF

ðω − 2ΔÞ2
ω

Θðω −max½2jEFj; 2Δ�Þ; ð1Þ

where the extrapolation of the interband conductivity
has a finite intercept that is associated with the energy
gap. For the scenario of a massive gap [39,42], where
EðkÞ ¼ �

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
ðℏνFkÞ2 þ Δ2

p
, the interband conductivity fol-

lows σ1ðωÞ ∝
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
ω − 2Δ

p
near ω ∼ 2Δ [indicated by the red

dashed curve in Fig. 2(b)], and the linear part of σ1ðωÞ at
ω ≫ 2Δ can still be extrapolated to the origin. Our optical
data therefore are rather consistent with the massless gap
model. As shown by the thin solid lines through the data in
Fig. 2(b), we can reproduce the low-energy interband
conductivity by using Eq. (1), and the temperature depend-
ence of the obtained gap parameter is displayed in Fig. 3.
Accordingly, the following sequence naturally explains

the T dependence of the Dirac energy gap in ZrTe5.
Starting from 10 K, as the temperature is increased, the
band gap first decreases gradually and vanishes when the
valence and conduction bands touch at the critical temper-
ature Tp ≃ 138 K. At this point a Dirac semimetal state is
formed whose characteristic signatures are the abovemen-
tioned linearity of σ1ðωÞ and its extrapolation to σ1ðωÞ ¼ 0
at zero frequency. As the temperature is further increased,
the band gap opens again, and ultimately reaches about
20 meV at 300 K. This temperature evolution of the
band topology is schematically illustrated in Fig. 3.
Theoretically, the Dirac semimetal state of ZrTe5 is realized

(a) (b) (c)

FIG. 2. (a) Optical conductivity σ1ðωÞ of ZrTe5 along the a axis at high (top) and low (bottom) temperatures. Inset displays σ1ðωÞ up
to 10 000 cm−1. (b) Optical conductivity spectra along the a axis, after the Drude response and the phonon modes have been subtracted.
Inset: Fit of σ1ðωÞ at 150 K. Thin solid lines represent the Drude (blue), phonon modes (orange), and interband (black) terms.
(c) Comparison of the dc resistivity ρa (solid line) with the zero-frequency values of the Drude fits to the conductivity (open circles).
(d) Temperature dependences of the Drude weight (blue squares), the interband spectral weight (red diamonds), and the electronic
scattering rate (green triangles).
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at the boundary between the strong and weak TI states
[12,13]. In this context, our data can confirm a temperature-
driven transition between the strong and weak TI
states across a critical gapless state at Tp. Accordingly,
the topologically protected strong TI state is at the low-
temperature side, while the weak TI state is at the high-
temperature side. The temperature mainly affects the band
structure and the energy gap at the Γ point of the Brillouin
zone. Furthermore, our observations suggest that away
from this phase boundary, the range of the linear band
dispersion is shrinking. This is evident in Fig. 2(b) from the
interband-conductivity spectra for which the range with a
linear frequency dependence decreases as the temperature
is increased or decreased away from Tp.
This closing and reopening of the band gap also causes a

characteristic spectral weight transfer between the intra-
band and interband transitions. As the gap closes, the onset
frequency of the interband transitions moves to lower
frequency, giving rise to the enhanced interband spectral
weight, and vice versa for the reopening of the gap.
Figure 2(d) depicts the temperature dependence of the
interband spectral weight, Sinter ¼

Rωc
0 σ1ðωÞdω, where

Sinter is calculated by integrating the interband σ1ðωÞ shown
in Fig. 2(b) from 0 to 1000 cm−1. It shows that the
temperature dependences of Sinter and SDrude follow oppo-
site trends with a maximum, respectively a minimum,
around Tp ≃ 138 K. The characteristic spectral weight
transfer from the interband to the intraband transitions
as one moves away from Tp, either to lower or higher
temperature, is also consistent with the scenario that EF
moves into the conduction or valence band, because if EF
locates at the gap region, i.e., Δ > EF, then SDrude at the
gap-closing temperature Tp would reach a maximum
instead of the observed minimum. Such a T-induced
Lifshitz transition from a low-T state with an electron
pocket to a high-T state with a holelike Fermi surface was

indeed observed in a recent ARPES study [26], as well as
the previous bulk Hall coefficient and thermopower mea-
surements [9,43,44]. The charge neutrality point (EF ¼ 0)
should be around Tp, where the small residual Drude
weight can be accounted for in terms of thermal excitations
and a possible broadening of the transition due to some
sample inhomogeneity. Considering the effect of thermal
excitations, one can also understand that the Drude peak
acquires more spectral weight on the high-temperature side
of the transition. In addition, an interesting question is how
temperature can cause a significant charge carrier change
and the related Fermi level shift without obvious charge
carrier doping. Several possibilities have been discussed in
the recent ARPES study of ZrTe5 [26] that are compatible
with our optical data.
The Fermi level shift caused by temperature also

complicates the analysis of the onset of the interband
transitions to identify the Dirac energy gap. If EF is away
from the charge neutrality point, i.e., EF > Δ, the onset of
the interband transitions characterizes 2jEFj instead of 2Δ.
The energy gap values in Fig. 3 thus can be viewed as an
upper limit of the bulk band gap which ranges from about
30 meV for the strong TI at 10 K to 20 meV for the weak TI
at 300 K. This assignment agrees with a recent theoretical
work [13] which predicts a gap of −33 and 28 meV in the
strong and weak TI phase, respectively. It is also compat-
ible with recent high-resolution ARPES studies which find
a strongly temperature-dependent energy gap with a maxi-
mum of about 30 meV [26,27].
Finally, we comment on the importance of our obser-

vations. Generally, in a noninteracting system a band
inversion is the hallmark of a TPT, where the bulk band
gap closes at the phase transition and reopens with inverted
characters of the bottom conduction and top valence bands
[45]. Accordingly, our observation of a closing and reopen-
ing of the bulk band gap with an intermediate 3D Dirac
semimetal state at Tp supports the scenario of a temper-
ature-induced TPT in ZrTe5, that is driven by the tuning of
the interlayer distance [12] or the volume expansion [13].
Our observations, as summarized in the phase diagram in
Fig. 3, suggest an intrinsic connection between the TPTand
the anomaly of the dc transport at Tp that is very sensitive
to the change of the crystal volume [11–13] and can be
modified by temperature, pressure [25,28], and even the
growth technique and sample quality [12,23–27,29].
Fortunately, our ZrTe5 crystal has a high value of Tp ≃
138 K that allows all three states, i.e., the strong TI at
T ≪ Tp, the 3D Dirac semimetal at T ≃ Tp, and the weak
TI at T ≫ Tp, to be readily studied. Considering the
variation of Tp, one can also reconcile the contradicting
experimental reports about the topological nature of ZrTe5,
which vary between a Dirac semimetal [14,16–18], a strong
or weak topological insulator [12,13,19,20,42], and a
gapped semiconductor [21]. In the near future, this unusual

FIG. 3. Experimentally obtained value of the band gap for
ZrTe5 at different temperatures. The solid lines are guides to the
eye. The diagrams schematically show the temperature evolution
of the bulk band at the Γ point.
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flexibility of the topological properties of ZrTe5 may also
find applications in various electronic devices.
To summarize, we have studied the frequency-dependent

optical conductivity of ZrTe5 at temperatures between 10
and 300 K. Our optical data provide clear evidence for the
closing and reopening of the bulk band gap as a function of
temperature with an intermediate gapless state that coin-
cides with a peak in the resistivity at Tp ≃ 138 K. In the
latter state, the optical conductivity (after substraction
of a weak Drude peak) shows the characteristic signatures
of a 3D Dirac semimetal in terms of a linear frequency
dependence between 0 and about 100 meVand an intercept
at the origin of the frequency axis. Our optical data are
consistent with the theoretically predicted topological
phase transition from a strong TI state to a weak TI state
with an intermediate Dirac semimetal state. They also agree
with most of the published experimental work if one takes
into account that Tp can be sample dependent and vary
between 10 and 160 K. They may be a useful guide for
further studies of the Dirac semimetal state at Tp and the
topological surface states which should be observable only
in the strong TI state at T ≪ Tp.
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